CERTIFICATE OF ANALYSIS
CepTtudukar KayectBa

Product: Zinc stearate

HasBanmue toBapa: CreapaT IuHKa

Product lot/nomep mapTuu: 20230914

Examination date/nara npoBenenusi npoBepku: 14/09/2023

Items Specification Result
HaumeHoBaHue nokaszareJist Cnemudurkanus Pe3yabTar
White fine powder, no obvious
Appearance White powder mechanical impurities
Bremnuit Bug OeTIbIil TOPOIIOK Benplit Mmenkuit mopook, 6e3
SAABHBIX MCXaHHUYCCKUX anMeceﬁ
Melting point 12045 123

Touka nnaBaeHUs

Zinc content, %

CozepkaHue MHKA, % 10.3-11.3 10.81

Free fatty acid, % <
Coneprxkanre cBOOOTHOM KUPHOM 1.0 0.28
KHUCJIO0THL % He OoJiee

Fineness, 75um % >

Pa3mep vactuiiel, 75Um, %, He MeHee 99 99.5

Heating loss, % <

ITorepu npu Harpese, %, HE OoJee 1.0 0.12

Conclusion: Qualified product.
3akaouenne: CoOTBETCTBYET CTAHAAPTY




